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SPEED GROUP HOLDINGS COMPANY LIMITED.

FLAT 18, 4/F., BLK. A, HI-TECH INDUSTRIAL CENTRE, 5 - 21 PAK TIN PAR STREET, TSUEN WAN, N.T.

HONG KONG.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : 無鉛錫線 LEAD FREE 

SOLDER WIRE.

SGS Job No. : 3608750 - HK.

Colour :. 銀色 SILVER.

Manufacturer :. 是.

Date of Sample Received :. 20 Dec 2016.

Testing Period :. 20 Dec 2016 - 12 Jan 2017.

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

..Chemist.
Lam Ka Yung, Allen.

Signed for and on behalf of 

SGS Hong Kong Limited.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, 
for electronic format documents, subject to Terms and Conditions for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.Attention is drawn to the 
limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of 
its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from 
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized 
alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. 
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Test Results :

Test Part Description :

Specimen 

No.

SGS Sample ID Description

1. Silvery Metal - Wire.HKG16-011058.002

Remarks :

(1) 1 mg/kg = 1 ppm = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL )

(4) "-" = Not Regulated

Halogen.

Test Method : With reference to EN 14582: 2007. Analysis was performed by IC..

Test Item(s) Unit MDL. 002.

Fluorine (F). mg/kg. 50 ND

Chlorine (Cl). mg/kg. 50 ND

Bromine (Br). mg/kg. 50 190

Iodine (I). mg/kg. 50 ND

Remark: The test results were obtained from a SGS affiliated laboratory..
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Sample photo:

HKGEC1601105803

HKG16-011058.002.

SGS authenticate the photo on original report only

*** End of Report ***
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